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Report No : 220461.0012
REPORT OF ANALYSIS
Description : Coconut Briquette
Manufactured / Shipper : PT. General Carbon Industry

JI. Brigjen Katamso No.7, Tj. Uncang, Kec. Batu Aji,
Kota Batam, Kepulauan Riau 29432

Sample Weight : 3.00 Kgs
Received Date : July 26%, 2022
Date of Analysis : July 29*, 2022
Analysis

Analysis were performed at PT Carsurin Cikarang Laboratory (accreditation by KAN / National
Accreditation Committe — Indonesia for ISO 17025:2017 Cert No. LP-415-IDN) in accordance
with ASTM Standard. The results of our analysis are as follows:

Parameter | Unit o asi':es“"’;m — Method
Moisture % 8.45 - (R%TRS‘%?;%‘;D
Ash Content % 2.02 2.21 (R?Asgykg\lfrigz-z?zl)
Volatile Matter % 15.43 16.85 (Rg:;‘Rg\]}lyi?)zi%‘;l)
Fixed Carbon % 74.10 80.94 By Calculation
Gross Calorfle | Kealfkg 6,892 7,528 FOTHD WD

This certificate refers solely to the analysis in accordance with the details described herein
and does not certify any other matter, and is issued without prejudice.

Jakarta, August 02", 2022
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For verification of authenticity certificate or report, please e-mail to charcoal@carsurin.com
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